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The paper introduces and analyses the results of an experimental trial on the fatigue resistance of recycled hot mix asphalt for
road pavements. Based on the gyratory compaction and the indirect tensile strength test, the mix design procedure has optimized
nine different mixes, considering both conventional limestone and Reclaimed Asphalt Pavement (RAP), the latter used at different
quantities, up to 40% by weight of the aggregate. A standard bitumen and two polymer modified binders were used for the
production of themixes.The fatigue studywas carried out with four-point bending tests, each one performed at 20∘C and 10Hz.The
empirical stiffness reductionmethod, along with the energy ratio approach, based on the dissipated energy concept, was adopted to
elaborate the experimental data. Unaged and aged specimenswere checked, to analyse the ageing effects on the fatigue performance.
In comparison with the control mixes, produced only with limestone, improved fatigue performance was noticed for the mixtures
prepared with RAP, especially when made with polymer modified binders, under both aged and unaged conditions. Both the
approaches adopted for the experimental data analysis have outlined the same ranking of the mixes.

1. Introduction

As a consequence of the continuous increase of the traffic
loads recorded in the last decades, significant efforts have
been made by the scientific community and the highway
engineers to develop high performance hot mix asphalt.
For example, asphalt rubber mixtures [1–4] and polymer
modified asphalt concrete [5–11] are just few of the several
technologies proposed andwidely investigated over the years.

However, the scientific research has been focused also on
different themes, for instance, the recycling of wastematerials
for the construction of road pavements, in order to save
natural aggregates, which nowadays are less available [12–
22]. Hence, the study of high performance hot mix asphalt,
characterized by aggregate structures made with recycled
materials, gives the possibility of meeting the demand of high
mechanical resistance as well as that of sustainability of the
road construction.

Among the different waste materials investigated for
recycling in the road pavements, the Reclaimed Asphalt

Pavement (RAP) aggregates are widely considered a funda-
mental resource to implement the sustainability philosophy
in the road construction [23–27]. Several researchers have
demonstrated the beneficial effects given by the use of RAP
aggregates in the lithic skeleton of the hot mix asphalt, for
example, a higher resistance to permanent deformation in
comparison with traditional bituminousmixtures [23–25, 28,
29]. However, the effect of the RAP material on the fatigue
performance of themix has to be still completely understood;
in fact, some researchers have found a reduction of the fatigue
life [25, 29], basically associatedwith a brittle behaviour of the
asphalt concrete, due to the high stiffness of the aged binder
of the RAP grains [28]. Contrary findings were observed in
other investigations [14, 23], primarily in case of use of a reju-
venator agent, to improve the response of the aged RAP bitu-
men [24, 26]. Recent studies have even verified a comparable
fatigue life between RAP asphalt concrete and high modulus
hot mix asphalt [29, 30]. Currently such topic deserves to be
still investigated, in order to achieve a deep understanding of
the fatigue performance of RAP asphalt concrete.
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Figure 1: Grading curves of the aggregates.

In the present laboratory research, the fatigue perfor-
mance of polymer modified hot mix asphalt, for base courses
of flexible pavements, made with Reclaimed Asphalt Pave-
ment (RAP) aggregates, has been studied by means of the
four-point bending test (4PBT), using the strain control
mode.The fatigue data have been analysed and elaborated by
means of the empirical stiffness reduction approach and the
energy ratio method based on the dissipated energy concept.

2. Materials and Methods

2.1. Materials

2.1.1. Aggregates and Bitumen. The RAP aggregates utilized
in the study consist of a waste material obtained from
demolition work of highway bituminous pavements, at the
conclusion of their service life; such flexible structures were
all situated in theNorthern Italy andhad similar composition.
However, also natural aggregates (namely, crushed limestone,
sand, and filler) have been used for the production of the hot
mix asphalt considered in the laboratory study.

Both types of aggregates were provided by private com-
panies from the Northeastern Italian area.The natural aggre-
gates have been supplied in four different grading fractions:
0/4, 4/8, 8/12, and 12/20mm. Figure 1 shows the grading
curves of the conventional aggregates (EN 933-1) and that of
the RAP material. The grading curve of the RAP has been
obtained testing such material after the extraction of the
bitumen (white curve, centrifugation method; EN 12697-1).

Three different types of bitumen were employed in the
experimental investigation: twobituminous bindersmodified
with SBS (styrene–butadiene–styrene) polymers, along with
a conventional, not modified, bitumen. Based on the data
provided by the manufacturers, the pair of SBS modified
bitumen types are characterized by a different polymer
concentration (in the present research the codes “Hard” and
“Soft” have been associated with the modified bitumen with
the highest and the lowest polymer dosage, respectively).

The major concern related to the use of the RAP material
for the production of hot mix asphalt is due to the higher
brittleness of the aged RAP binder, which could lead to a
worsening of the fatigue performance of the mixes. In order
to avoid such issue, soft bitumen can be adopted as a virgin
binder to be added to the RAP mixes [23–26]. Nevertheless,
some researchers have verified a significant improvement of
the fatigue life of RAP mixes, even if low penetration grade
bitumen is used, provided that a propermix design procedure
is adopted [29, 30].

In this experimental study, the feasibility to go further
the concept of high performance recycled hot mix asphalt,
using RAP aggregates along with polymer modified bitumen,
has been investigated; the aim was to overcome the fatigue
performance of the conventional polymer modified asphalt
concrete.

2.1.2.HotMixAsphalt. Nine different types of hotmix asphalt
were considered in the laboratory investigation; each mix has
been designed to accomplish the acceptance requisites of base
courses asphalt concrete for road pavement.

The conventional bitumen, the soft modified binder, and
the hard modified one have been used for the production of
three different types of hotmix asphalt, marked with the code
CM (conventional mixtures), SM (soft modified), and HM
(hard modified), respectively.

Each one of the three types of mixes, in turn includes
three different types of asphalt concrete, prepared with an
increasing RAP percentage and therefore characterized by a
different aggregate structure. The mixes BC/R0, BC/R2, and
BC/R4 were produced with conventional bitumen and a RAP
quantity of 0% (R0), 20% (R2), and 40% (R4), respectively.
Similarly, the mixes SM/R0, SM/R2, and SM/R4, as well as
HM/R0, HM/R2, and HM/R4, were prepared with a RAP
content of 0%, 20%, and 40%, but utilizing the soft modified
binder and the hard one, for the SM mixes and the HM
mixtures, respectively. Such experimental programme has
been considered to analyse the effect of different types of
modified bitumen on the fatigue performance of asphalt
concrete made with RAP aggregates. Other researchers have
verified the feasibility to produce hot mix asphalt character-
ized by higher RAP percentages, up to 50% [23, 25, 28, 29],
60% [30], and 100% [24, 26]; however, for such mixes, it has
been recommended to use rejuvenator agents.

In the present investigation it has been decided to avoid
the use of such agents, as a consequence of a particular
request of the local road agencies (Northeastern area of
Italy); therefore, the maximum amount of RAP materials has
been fixed at 40% by weight of the aggregate. Indeed, the
present study has been focused on the improvement of the
fatigue performance of hot mix asphalt containing significant
amount of RAP materials, rather than on increasing the RAP
quantity up to very high contents.

2.2. Methods

2.2.1. Mix Design Phase. A conventional trial and error
procedure [19] was used in order to design the grading
curves of the bituminous mixes, optimizing the combination
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Figure 2: Design grading curves of the hot mix asphalt.

of the particle size with respect to the reference grading
envelope for base courses used in the Northeastern Italian
area [31]. Figure 2 shows the design grading curves of the
mixes referred to the considered reference envelope. The
control hot mix asphalt (CM/R0, SM/R0, and HM/R0) has
been produced only with limestone aggregates, to allow a
proper performance comparison with the mixes made with
RAP aggregate.

For each type of hot mix asphalt the design bitumen
content (DBC) was determined using an integrated mix
design method, based on the volumetric properties and the
indirect tensile strength (ITS), with respect to the CIRS-
Italian Ministry of Infrastructure Specifications [32]. Cylin-
drical specimens, characterized by a 150mm diameter and a
60mm height, were prepared for the mix design phase, by
means of a gyratory compactor. The key compaction param-
eters, namely, pressure, speed, and angle of rotation, have
been fixed at 600 kPa, 30 revs/minute and 1.25∘, respectively.
The ITS tests were carried out at 25∘C, according to the
main indications of EN 12697-23 Standard. Both dry and wet
specimens were tested, to determine the stripping resistance
of the mixes. The wet specimens were soaked for 15 days
in water, using a thermostatic bath. The ratio between the
ITS of wet (ITSwet) and dry (ITSdry) specimens represents
the Tensile Strength Ratio (TSR); such parameter has been
determined for each mix investigated.

According to the CIRS design method [32], the volumet-
ric and mechanical acceptance requisites reported in Table 1
have to be satisfied in order to identify the design bitumen
content. The volumetric properties, quantified by means of
the residual air voids percentage, have been verified at three
different compaction levels (10, 100, and 180 revs), whereas
the mechanical resistance was tested at the design number of
gyrations (100 revs).

The conventional hypothesis of total blending between
the bitumen of RAP and the new virgin binder has been
considered in the mix design phase [33]. The DBC regards
the new bitumen used for the hot mix asphalt production;
therefore, for the mixes prepared with RAP aggregates, the

Table 1: Mix design acceptance requisites.

Parameter Threshold
𝑉𝑎 at 10 revs 10–14%
𝑉𝑎 at 100 revs 3–5%
𝑉𝑎 at 180 revs >2%
ITSdry >0.6MPa
TSR >75%

total bitumen content results are equal to the sum of the DBC
and the bitumen of RAP.

The RAP material has been preheated for 2 hours at
90∘C before being mixed with the limestone and the virgin
bitumen, in a heated lab mixer, for one minute.

According to the CIRS specifications [32], the mixing
temperatures were 150∘C, 160∘C, and 170∘C for the con-
ventional bitumen, the soft modified binder, and the hard
modified one, respectively.

2.2.2. Fatigue Tests. The four-point bending equipment was
used for the fatigue investigation, according to themain spec-
ifications described in Annex D of the European EN 12697-
24 Standard; therefore, a continuous sinusoidal waveform,
characterized by a frequency of 10Hz, has been adopted in
each test. The bending tests have been performed under the
strain control mode, using three different strain levels, within
the range 200–600 𝜇m/m, in order to properly characterize
the fatigue response of each mixture. The fatigue trials were
conducted at 20∘C, namely, the most significant temperature
to investigate the fatigue performance of asphalt concrete in
Italy. The stress and strain data, along with the phase angle
and dissipated energy, have been determined by the equip-
ment for each loading cycle. A laboratory compacting roller
has been used to prepare slabs (300 × 400 × 50mm), for each
type of asphalt concrete, following the main specifications
of the EN 12697-33 Standard. The slabs were subsequently
accurately sawed, in order to obtain the beam specimens (400
× 50 × 60mm) required for the fatigue investigation.

Some of the beam specimenswere conditioned in an oven
at 85∘C for 5 days [34]; such protocol produces an accelerated
long-term ageing, which allows taking into consideration the
effect of seasoning on the fatigue resistance of the hot mix
asphalt.

The fatigue life of hot mix asphalt is currently deter-
mined using primarily the conventional stiffness reduction
approach [23–26, 29, 30]. However, such approach relies on
the empirical assumption that the fatigue failure of the asphalt
specimen occurs at the achieving of the 50% of the initial
stiffness modulus. In the present study the fatigue life has
been estimated bymeans of such empirical approach, in order
to allow a comparison with results of previous investigations,
but also using the energy ratio approach [35–37], which relies
on more rational assumptions.

2.2.3. Stiffness Reduction Approach. In the fatigue test under
strain control mode, strain is fixed at a constant value and
therefore the stress is continuously decreasing during the test.
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Such reduction, achieved at a high number of loading cycles,
down to extremely low values, rarely causes amacrocrack and
the complete physical failure of the specimen [38].Therefore,
the conventional failure criterion, largely accepted in the
literature, is defined by a 50% reduction of the initial stiffness
[38–41].

In this research, the conventional fatigue curves were
determined on the basis of the initial value of strain 𝜀0 and the
number of loading repetitions𝑁𝑓, at which a 50% decrement
of the initial stiffness is recorded. According to previous
relevant studies [42–44], the strain value evaluated at the
100th cycle has been assumed as the initial strain (EN 12697-
24, Annex D); in fact at this stage of the bending test, the hot
mix asphalt specimen is still not damaged and therefore it can
be considered in its initial state.

The fatigue data have been interpolated by a power law
model, according to the following expression:

𝜀0 = 𝑎𝑁𝑓
𝑏, (1)

where 𝑎 and 𝑏 are interpolation coefficients associated with
the type of hot mix asphalt.

2.2.4. Energy Ratio Approach. The conventional failure crite-
ria, even if established by significant changing of themechan-
ical parameter involved (namely, the stiffness modulus), in
comparison to the initial physical state of the sample, are
basically empirical and do not reliably describe the condition
of internal damage in the hot mix asphalt. In order to achieve
a more rational approach, in the study of the fatigue life,
Hopman et al. [35] andPronk [37] proposed a failure criterion
related to the energy dissipated during fatigue bending tests,
defining the failure condition as the number of cycles 𝑁1
at which a macrocrack is developed for coalescence of
microcracks. Hence, 𝑁1 is associated with the onset of that
macrocrack, which under further loading cycles propagates
in the specimen [36]. The use of such failure criterion, for
the analysis of the results of fatigue bending tests, permits
comparing the fatigue response between mixes in an equiva-
lent damage state, related to the onset of macrocracks. Such
criterion is recognized in the literature as more physically
significant and reliable [37]. From the analytical point of view,
this approach is based on the definition of the energy ratio𝑅𝑛,
computed as the ratio between the energy dissipated from the
beginning of the test, up to the 𝑛th cycle and that dissipated
at the 𝑛th cycle:

𝑅𝑛 =
𝜋∑𝑛𝑖=0 𝜎𝑖𝜀𝑖 sin𝜙𝑖
𝜋𝜎𝑛𝜀𝑛 sin𝜙𝑛

, (2)

where 𝜎 represents the stress, 𝜀 the strain, 𝜙 the phase angle,
𝑖 the generic 𝑖th cycle, and 𝑛 the 𝑛th cycle. In order to
identify 𝑁1, the evolution of the energy ratio with respect
to the number of cycles has to be accurately studied. With
regard to the strain control mode, 𝑁1 can be identified in
correspondence with the experimental point in the 𝑅𝑛 curve,
at which a nonlinear trend is detected. Instead, the identifica-
tion of 𝑁1 for the stress control mode is associated with the
achievement of the peak point of the 𝑅𝑛 curve. Artamendi
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Figure 3: Determination of𝑁1 for mix HM/R2 at 400 𝜇m/m.

and Khalid [42] have already discussed the subjectivity of
the 𝑁1 identification procedure, for the strain control tests.
Figure 3 represents a typical example, for the mix HM/R2, of
the𝑁1 identification in case of controlled strain.The accurate
identification of such number of cycles, 𝑁1, is potentially
affected by the subjectivity of the researcher.

In a similar way to that followed with the empirical
approach, it is possible to elaborate new fatigue curves, using
a power model as that of (1), introducing the 𝑁1 concept in
substitution of the empirical𝑁𝑓.

3. Results and Discussion

3.1. Materials Characterization. The particle morphology of
the aggregates has been characterized in terms of Flakiness
Index (EN 933-3). The results were within the range 7–10%
for the limestone, depending on the particle size; instead, a
value equal to 8% was obtained for the RAP. The mechanical
resistance of the aggregates was verified by means of the Los
Angeles test (EN 1097-2), which has outlined similar results
for the different materials: 23% for the natural aggregates
(4/8mm fraction) and 25% for RAP. Finally, the particle
density of the aggregates was evaluated (EN 1097-6); values
within the range 2.784–2.790Mg/m3 have been determined
for the natural aggregates, whereas the RAP has presented a
lower value, equal to 2.746Mg/m3.

The cold extraction test, carried out on the RAP, has out-
lined a bitumenpercentage of 5.3%byweight of the aggregate.
The bituminous binder of the RAP has been recovered using
the ABSON method (EN 12697-3) and then characterized in
terms of penetration at 25∘C (EN 1426), softening point (Ring
& Ball Method; EN 1427), Fraass breaking point (EN 12593),
and viscosity at 160∘C (EN 13702-2); the results are presented
in Table 2, alongwith the values obtained for the conventional
bitumen and the polymer modified binders.

According to the experimental data reported in Table 2,
the RAP bitumen can be considered very aged and hard. Both
the polymermodified binders presented lower penetration, as
well as higher values for the softening point and the viscosity,
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Table 2: Bitumen characterization.

Properties Standard RAP binder Conventional bitumen Hard modified Soft modified
Penetration (0.1 x mm), 100 g, 5 s at 25∘C EN 1426 18 52 43 50
Softening point (∘C), R&B method EN 1427 64 48 98 92
Fraass breaking point (∘C) EN 12593 — −18 −18 −19

Viscosity at 160∘C UNI EN 13702-2 0.256 0.13 1.33 0.62

Table 3: Aggregate composition of the hot mix asphalt.

Aggregate type Fraction (mm) Hot mix asphalt
CM/R0 CM/R2 CM/R4 HM/R0 HM/R2 HM/R4 SM/R0 SM/R2 SM/R4

Sand 0/4 47 25 8 47 25 8 47 25 8
Limestone 4/8 7 9 12 7 9 12 7 9 12
Limestone 8/12 7 9 5 7 9 5 7 9 5
Limestone 12/20 34 34 34 34 34 34 34 34 34
Filler — 5 3 1 5 3 1 5 3 1
RAP 0/4 0 20 40 0 20 40 0 20 40

Table 4: Physical and mechanical properties of the hot mix asphalt.

Asphalt
concrete DBC (%) Va, 10 revs (%) Va, 100 revs (%) Va, 180 revs (%) Bulk density (Mg/m3) ITS dry (MPa) ITS wet (MPa) TSR (%)

CM/R0 5.00 13.9 4.9 3.4 2.457 1.04 0.89 86
CM/R2 3.94 13.6 4.5 3.3 2.473 1.54 1.36 88
CM/R4 2.88 11.2 3.5 2.3 2.484 1.95 1.78 91
SM/R0 5.00 14.0 4.9 3.6 2.455 1.23 1.08 88
SM/R2 3.94 13.9 4.7 3.5 2.470 1.67 1.50 90
SM/R4 2.88 11.4 3.6 2.4 2.480 2.19 1.97 90
HM/R0 5.00 14.0 5.0 3.8 2.451 1.62 1.46 90
HM/R2 3.94 13.8 4.8 3.7 2.465 2.08 1.92 92
HM/R4 2.88 11.3 3.8 2.6 2.477 2.32 2.16 93

compared to the conventional bitumen. The hard modified
bitumen was characterized by the highest viscosity.

3.2. Mix Design Results. Table 3 reports the aggregate struc-
ture of the hot mix asphalt considered in the study.

For each type of bitumen used in the investigation, three
different aggregate compositions have been designed. The
greater the RAP quantity, the lower the filler percentage
that is needed in order to optimize the mix. Each mix is
characterized by the same amount of the coarser limestone
grains, namely, the fraction 12/20. Instead, for the other
two limestone fractions (4/8 and 8/12mm), the contents are
different, depending on the RAP percentage.

The results of the mix design phase are summarised in
Table 4. For each type of hot mix asphalt studied, the most
relevant properties are presented: DBC (by weight of the
aggregate); air voids (Va) at 10, 100, and 180 revs; bulk density
at 100 revs; indirect tensile strength (ITS) for dry and wet
conditions, at 100 revs.

The bitumen percentage shown in Table 4 represents the
virgin binder used in order to optimize the hot mix asphalt.

For all the mixes, the air voids requisites prescribed by
CIRS mix design procedure [32] have been totally satisfied,

depending on the specificDBC.Thedry ITS andTSR resulted
in much higher values than the CIRS requisites, for all the
hot mix asphalt. Even the wet ITS values were always greater
than the dry ITS requirement, so demonstrating a very good
moisture resistance of the designed mixes.

The total bitumen contents resulted within the range
usually used for base courses, namely, 4.5–5.5% by weight
of the aggregate [32], for all the hot mix asphalt. As it was
expected, the greater the RAP amount used in the mix, the
smaller the new bitumen content necessary to fulfil the CIRS
requirements; such laboratory data are consistent with the
hypothesis of a complete blending between RAP bitumen and
new binder.

No workability difficulties were noted during the mixing
phase, neither for the compaction of the hotmix asphaltmade
with RAP, independently from the type of binder.

3.3. Fatigue Analysis Based on the Stiffness Reduction
Approach. Based on the stiffness reduction approach, the
elaboration of the fatigue data has allowed obtaining the
fatigue curves shown in Figures 4 and 5, for the unaged and
aged hot mix asphalt, respectively.The regression coefficients
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Figure 4: Fatigue life𝑁𝑓 versus initial strain: unaged mixes.
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Figure 5: Fatigue life𝑁𝑓 versus initial strain: aged mixes.

and the coefficient of determination 𝑅2 are reported in Tables
5 and 6.The tensile strain associated with a fatigue resistance
of 1,000,000 loading repetitions, namely, 𝜀 (106), has been
calculated according to the indications of the Standard EN
12697–24, Annex D.

As it was expected, the mixes produced with the polymer
modified binders, especially in case of the hard one, have
shown a fatigue life much higher than that of the hot mix
asphalt made with the conventional bitumen, independently
of the RAP percentage. In fact, the fatigue curves of the
polymer modified mixes are characterized by a lower slope

Table 5: Regression coefficients of the fatigue curves:𝑁𝑓 approach
for unaged mixtures.

Mixture 𝑎 (𝜇m/m) 𝑏 (-) 𝜀 (106) (𝜇m/m) 𝑅2 (-)
CM/R0 4658.4 −0.273 107 0.9661
CM/R2 2793.9 −0.210 154 0.9943
CM/R4 2221.2 −0.177 193 0.9587
SM/R0 3741.8 −0.223 172 0.9791
SM/R2 4113.8 −0.209 229 0.9864
SM/R4 2866.5 −0.166 289 0.9858
HM/R0 3508.2 −0.182 284 0.953
HM/R2 2515.0 −0.142 364 0.9880
HM/R4 2322.1 −0.127 402 0.9867

Table 6: Regression coefficients of the fatigue curves:𝑁𝑓 approach
for aged mixtures.

Mixture 𝑎 (𝜇m/m) 𝑏 (-) 𝜀 (106) (𝜇m/m) 𝑅2 (-)
CM/R0 4638.4 −0.295 79 0.9685
CM/R2 3388.0 −0.250 107 0.9679
CM/R4 3340.2 −0.232 135 0.8637
SM/R0 3670.4 −0.244 126 0.9632
SM/R2 3835.8 −0.227 167 0.9176
SM/R4 3821.9 −0.212 204 0.9171
HM/R0 4155.0 −0.205 245 0.9582
HM/R2 3069.6 −0.166 310 0.9768
HM/R4 3351.3 −0.165 343 0.9550

and, moreover, they are shifted towards higher loading cycles
values (Tables 5 and 6). Then, it is possible to observe the
higher tensile strain 𝜀 (106) obtained for the RAP mixes,
particularly for the greater RAP content (40%); such response
has been observed for all the binders used in the investigation
(Tables 5 and 6).

Hence, the use of the polymer modified binders, rather
than RAP, considering each of them individually, enhances
the fatigue life of the mixes. Nevertheless, the achievement
of the highest fatigue resistance is feasible only using simul-
taneously the modified binders along with the greater RAP
percentage. The highest fatigue life, 402𝜇m/m, was obtained
for HM/R4 (Table 5). Such value is much higher (42%)
than that determined for the control mix produced with
natural materials (HM/R0). However, the increase in the
fatigue resistance, associated with the utilization of RAP
aggregates, has been nonlinear with the RAP quantity; in fact
the improvement was higher using the 40% of RAP rather
than the 20%.

This general trend can be observed also for the aged hot
mix asphalt (Table 6). However, as it was expected [11], the
ageing process reduces the fatigue life of all the mixes.

3.4. Fatigue Analysis Based on the Energy Ratio Approach.
Figures 6 and 7 show the fatigue curves processed on the basis
of the energy ratio approach, for the unaged and aged hotmix
asphalt, respectively. Tables 7 and 8 present the coefficients
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Table 7: Regression coefficients of the fatigue curves:𝑁1 approach
for unaged mixtures.

Mixture 𝑎 (𝜇m/m) 𝑏 (-) 𝜀 (106) (𝜇m/m) 𝑅2 (-)
CM/R0 3315.6 −0.254 99 0.9809
CM/R2 3081.3 −0.227 134 0.9923
CM/R4 2552.4 −0.195 173 0.9978
SM/R0 4160.3 −0.242 147 0.9763
SM/R2 3166.5 −0.197 208 0.9750
SM/R4 2811.0 −0.172 261 0.9849
HM/R0 4359.3 −0.207 250 0.9763
HM/R2 2902.9 −0.162 310 09841
HM/R4 2362.3 −0.135 366 0.9949

Table 8: Regression coefficients of the fatigue curves:𝑁1 approach
for aged mixtures.

Mixture 𝑎 (𝜇m/m) 𝑏 (-) 𝜀 (106) (𝜇m/m) 𝑅2 (-)
CM/R0 2984.6 −0.267 75 0.9528
CM/R2 2936.7 −0.248 95 0.9782
CM/R4 3016.8 −0.233 121 0.9216
SM/R0 3599.2 −0.250 114 0.9968
SM/R2 2918.9 −0.214 152 0.9501
SM/R4 2761.8 −0.195 187 0.9306
HM/R0 4631.1 −0.221 219 0.9951
HM/R2 3280.9 −0.182 265 0.9986
HM/R4 3165.5 −0.168 311 0.9964

of interpolation and determination, along with the value of 𝜀
(106).

Even if the comparison of values of 𝜀 (106) associated
with the various asphalt concrete, by means of the empirical
method and the energy ratio approach [37] leads to an analo-
gous ranking of the mixes, it can be noted that the analysis
of the fatigue data with the energy ratio method outlines
a more conservative evaluation of the fatigue resistance of
the hot mix asphalt. In fact, the values of tensile strain for
1,000,000 loading repetitions, computed using the energy
ratio approach, are lower than those determined by means of
the empirical method.

Compared to the control bituminous mixtures (CM/R0,
SM/R0 and HM/R0), the hot mix asphalt produced with
RAP aggregates was characterized by higher 𝜀 (106) values;
improvements from 35% to 74% in case of standard bitumen,
from 42% to 78% using the soft polymer modified binder,
and from 24% to 47% with the hard one have been obtained,
depending on the RAP percentage. The highest fatigue life,
independently of the type of bitumen, was obtained for the
hotmix asphalt preparedwith 40%RAP (CM/R4, SM/R4 and
HM/R4).

The improved fatigue resistance presented by the RAP
mixes (Tables 7 and 8) could be due to the good affinity
between the bitumen added to the mixes (both the modified
and the standard one) and that of RAP; such affinity probably
allows very strong adhesion between the thin film of virgin
binder and the RAP grains. Improved fatigue behaviour
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Figure 6: Fatigue life𝑁1 versus initial strain: unaged mixes.
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Figure 7: Fatigue life𝑁1 versus initial strain: aged mixes.

for RAP mixtures has been already documented by other
research groups [14, 24]. They have considered the RAP
particles and the virgin bitumen as a layered system in
which the aged binder of the RAP assumes the role of an
intermediate stiff layer between the stiffer lithic grains of the
RAP and the softer new bitumen that coats the RAP particles.
On the basis of such assumption, the aged binder of the RAP
allows reducing the stress concentration within the hot mix
asphalt, which in turn improves the fatigue life.

Nevertheless, the greater 𝜀 (106) values were achieved by
themixes producedwith RAP and polymermodified binders;
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the highest fatigue life has been obtained by HM/R4. Such
additional increment of the fatigue life determined for the
RAP mixtures prepared with PMB could be justified by the
flexibility given by the polymers of the modified binders.

According to the CIRS technical specifications [32], the
greatest RAP percentage admissible for road base hot mix
asphalt is up to 30%; furthermore, the use of a polymer
modified bitumen is not taken in consideration for RAP
mixtures. Hence, the feasibility to produce hot mix asphalt
with significant RAP content (up to 40%), characterized by
a fatigue life greater than that of high performance polymer
modified bituminous mixtures, made with limestone materi-
als, can be considered one step further towards sustainability
and high resistance to loading cycles, in the Italian road
pavement technology.

According to the results of the current study, the RAP
effect on the fatigue resistance of the asphalt concrete anal-
ysed can be evaluated very positively; however, a straight
generalization of such experimental results has to be very
carefully considered. Indeed, the integration of such waste
material in the structure of a bituminous mixture is very
challenging, in relation to some important elements, for
example, the RAP particle size distribution, the RAP bitumen
percentage and its ageing state, the particular type of hot mix
asphalt being investigated, and the rheological properties of
the new binder to be added to the mixture.

The ranking of the mixes, in terms of fatigue life, has
been completely confirmed also for the hotmix asphalt which
underwent the accelerated ageing process (Table 8), as already
observed with the empirical approach; it is still the mix
HM/R4 to achieve the highest fatigue life, in terms of 𝜀 (106)
values (311 𝜇m/m). Nevertheless, it can be noticed that the
higher the RAP content, the greater the fatigue life reduction
due to the ageing phenomenon, which affects the ductility of
the mixes; such reduction falls within the range from 12% to
30%, depending on the RAP content and the type of bitumen.
However, for each type of binder, the reductions in the fatigue
life due to ageing were very similar between the mixes with
40% RAP and those made with 20% RAP. For instance, for
the hard modified mixtures, such reductions were equal to
15% and 14%, at 40% RAP and 20% RAP, respectively.

Instead, the type of binder affects noticeably the fatigue
life reduction; in fact, it can be observed that for the
hard modified mixes, the ageing produces lower detrimental
effects (up to 15%), with respect to the soft modified asphalt
(up to 28%) and the unmodified mixtures (up to 30%).
Probably the polymer modification of the bitumen allows
guaranteeing better ductility of the mixes.

4. Conclusions

The experimental study described in the present paper
discusses the fatigue performance of hot mix asphalt for
road base courses produced with RAP and polymer modified
binders.

The fatigue data, obtained by means of four-point bend-
ing tests carried out at 10Hz and 20∘C, under strain control
mode, have been analysed according to both the conventional

stiffness reduction approach and the energy ratiomethod; the
latter focused on the dissipated energy concept.

Compared to the control mixes, prepared with a full
limestone aggregate structure, the hot mix asphalt containing
RAP has presented higher resistance to loading cycles, espe-
cially at 40% RAP, also under postageing conditions.

The improvements in the fatigue life observed for theRAP
mixes have been evenmore relevant using the polymermodi-
fied binders, particularly in the case of the hardmodified one.

Although the experimental fatigue data have outlined an
extremely positive effect of RAP on the fatigue performance
of the hot mix asphalt tested, a broad generalization of the
RAP influence to different asphalt concrete has to be very
carefully taken in consideration.

The fatigue analysis conducted using the empirical
approach and the energy ratio method has led to the
same qualitative ranking of the mixes considered; however
quantitative differences have been observed that cannot be
neglected.

The energy ratio approach has identified a fatigue life that
has been always lower than that determined by the empirical
method, for all the cases studied; therefore, the conventional
stiffness reduction approach should be carefully used to avoid
an overestimation of the fatigue resistance of the mixes.

The ageing phenomenon affects the fatigue performance
of all the hotmix asphalt involved, particularly those prepared
with RAP and conventional bitumen; however amodification
from 20% to 40%RAP in the aggregate structure involves just
a small reduction of the fatigue life (about 1%, in terms of 𝜀
(106) values).
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